10872P20 PLVAYBA

Dodavatel / Supplier:

PRIRUBY - CNC
V Horkach 1735/21
140 00 Praha 4 — Nusle

Inspeként certifikdt podle CSN EN 10204/3.1 / inspection certificate in according to / EN 10204 /3.1

Cislo protokolu / Protokol number: ! 0346/04/2020
Objednavatel / Customer Objednavka &. / Order No. Dodaci list ¢&. / Delivery note No.
ITALINOX s.r.0.
Zdépradské 58/59 2020-OTP-158 0119/2020
251 01 Ri¢any - JaZlovice
Tavba Nazev vyrobku Podet kus Material Podle normy
Heat No. Designation of articie Quantity Steel Grade According to Std.
" . EN1092-1/01 A
180317AW06 P¥iruba plochd DN80/84x10 PN10 60 1.4307 EN 10222-5
Znaceni / Marking: Znacka vyrobce / Mark of factory:
Materidl, Tavba,, DN, PN ; ¢islo vykresu,/ Material No., Heat No., DN, PN, drawing No ME
Chemické slozeni tavby v % / Ladle analysis (%, in acc. to Test report of Steel works)
C Mn Si P S Cu Ni Cr Al \Y N Ti Nb Mo Ceq
% % % % % % % % % % % % % % %
0,016 | 1,34 | 0,455 | 0,036 |0,0012 - 8,05 | 18,21 - - 0,05 - - - -
Mechanické vlastnosti — vysledky zkousek / Test results
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| Vstupni materidlovy certifikat &islo / Input material Certificate No.: |

Vysledky rozmérovych zkous$ek: vyhovuje / Record mechanical examination: Suit

Podet objednanych kusti: vyhovuje / Number of ordered pieces: Suit

Vysledky mechanické zkousky: vyhovuje / record mechanical examination: Suit

Poznémky / Notes: Verwechslungprft: 100%, 1K-Best. Nach DIN 17440-6, 4 DIN 50914 gepr. 0B/ PMI-tested IC-test in acc. With DIN 50914
HEAT TRATMENT: Austenitis.> 1040°C and quench in water

NACH EN 10204 3.1/ DIN 50049 3.1 AD 200 W23/W10 (von Vormaterial)

Specifické zkouseni a jeho vysledek / Results of Specific Inspection:

Nezavislym utvarem kontroly jakosti byla provedena kontrola poctu kusti, rozmérii, povrchu a povrchové ochrany, zpGisobu znaéeni, ochrany
a baleni pfed expedici ve shodé s poZadavky objednavky a internich vyrobnich a kontrolnich postupii. Tyto postupy byly zpracovanych

ve shodé s pozadavky normy €SN EN ISO 9001:2015 - TUV Rheinland Cert GmbH — &. certifikatu 01 100 528 050447, platnost do 17.10.2022.
By means of independent Department of Quality Control was effected specific inspection of the conformity of the number of pieces, surfaces and the
surface protection, the surface marking, the protection and packing before the expedition to the customer—in according to requirements of the contract
and in according to requirements of documented procedures implemented acc. with Std. €SN EN 1SO 9001 — TUV Rheinland Cert GmbH — &. certifikatu

01 100 528 050447, platnost do 17.10.2022

Podpis /Signature:
Povéreni jednatele k podpisu dokumentu : .
/ Signed for and on behalf of Company director Michal Formann Dne: 08.04.2020 7, / (/
0 4
Vyhotovil / Make out: Kontrolor jakosti / Manager quality:
Jméno / Name: Podpis / Signature: Jméno / Name: ;
Ing. Jaroslav Muska PRIRUBY -CNC s.r.0. JiFi Rohlik
Datum / Date: s ?g’?giﬁf“ ; Datum / Date:
4C 00/Praha 4 Nusle 12
0812620 IC: 04807529, DIE C204807529 08.04.2020




