
PCM Inspection certificate
Cert.No:

Technology Oy EN 10204 3.1 Date:

Customer Customer order no
Nerezove Materialy,s.r.o

Prumyslova 1510 Customer ref. no

CZ-686 01 Uherské Hradisté
Manufacturers order no

Delivery address
Nerezove Materialy,s.r.o Manufacturers shipment no

Prumyslova 1510
Material

CZ-686 01 Uherské Hradisté EN 1.4307/304L

Material std Product std
Product pcs EN 10028-7 EN 10253-3

Concentric reducer
CC 60,3/48,3x2,0 EN 1.4307/304L EN 10253-3 195 Tolerances

EN ISO 1127 D2
Marking

LT no
PCM 60,3/48,3x2,0 EN 10253-3 EN 1.4307/304L U694 U694

Manufacturing process Inspection representative Steel making process
Cold formed and welded HN AOD

Starting material

Used material according to annexed inspection certificate

Certificate acc. to: Certificate number Manufacturer: Charge/LOT No:
EN 10204 3.1 Outokumpu

Testing and inspection

Visual inspection 100% SFS-EN ISO 5817 Class B Satisfactory
Dimensional testing Satisfactory
Material indentification Checked
Cast analysis of start material Checked

Remarks

(     )          WPQR, WPS and welder or operator approval certificates included

  Operations fullfills the requirements of European Pressure Vessel Directive 2014/68/EU. Inspectors stamp PCM Technology Oy
  Certified and approved by Inspecta Sertifiointi Oy acc. to ISO 9001:2015, ISO 3834-2:2005, ISO 14001:2015.

  Certified by Notified Body Inspecta Tarkastus Oy acc. to PED 2014/68/EU Mika Kahelin
  and ISO 764-5:2014. No.5949-05, valid until 31.1.2021 Quality department
  Delivery is in accordance with the order.

  Reducers fulfill the requirements of SSG 7907, except marking. Certificate is made electrically and is

valid without signature
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